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A B S T R A C T   

A series of different technical hardwood lignin-based resins have been successfully synthesized, characterized, 
and utilised to produce thiol-ene thermoset polymers. Firstly, technical lignin was fractionated and allylated, 
whereafter it was crosslinked with a trifunctional thiol. Structural and morphological characteristics of the lignin 
fractions were studied by 1H NMR, 31P NMR, SEC, FTIR, DSC, TGA, and WAXS. The hardwood lignin fractions 
have a high content of C5-substituted OH groups. The WAXS studies on lignin fractions revealed the presence of 
two π-π stacking conformations, sandwiched (4.08–4.25 Å) and T-shaped (6.52–6.91 Å). The presence of lignin 
superstructures with distances/sizes between 10.5 and 12.8 Å was also identified. The curing reaction of the 
thermosets was investigated by RT-FTIR. Almost all thermosets (excepting one fraction) reached 95% of the thiol 
conversion in less than 17 h, revealing the enhanced reactivity of the allylated hardwood lignin samples. 

The mechanical properties of the thermosets were investigated by DMA. The curing performance, as well as 
the final thermoset properties, have been correlated to variations in chemical composition and morphological 
differences of lignin fractions. The described results clearly demonstrate that technical hardwood lignins can be 
utilized for these applications, but also that significant differences compared to softwood lignins have to be 
considered for material design.   

1. Introduction 

Thermosetting polymers are cross-linked polymer networks with 
attractive thermo-mechanical properties for advanced applications. 
These materials are, for example, used in automotive and aerospace 
parts, electronic materials, adhesives, and coatings [1]. Most of these 
high-performance thermosets contain aromatic structures to obtain a 
high modulus. The aromatic monomers used, e. g. bisphenol A, ter-
ephthalic acid, phthalic acid, or phenol, are mainly derived from fossil 
resources. Some of these monomers are also debated with respect to 
adverse effects on human endocrine system, e. g. bisphenol A [2–4]. 

Nowadays, a lot of research is focused on finding bio-based and eco- 
friendly replacements for these constituents [5]. For example, exten-
sive research on sugar-based monomers, such as furan dicarboxylic acid, 
to replace terephthalic acid used in polyethylene terephthalate (PET) 
has been described [6,7]. Another abundant source of aromatics in na-
ture is lignin, which has been exploited both as monomeric entities as 
well as oligomeric building blocks [8–14]. A wide variety of different 
technical lignins are available, depending on species origin and retrieval 
processes and although extensively investigated, it is still not clear how 
these different lignins affect the final properties when used in polymeric 
materials [15]. 
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Lignin is the most abundant aromatic biopolymer found in nature 
[16]. It acts as a binder between cellulose and hemicellulose in the plant 
cell wall and confers strength and hydrophobicity to the lignocellulosic 
matrix. Lignin has a complex structure resulting from radical coupling 
and cross-coupling of the three main monolignols: p-coumaryl, con-
iferyl, and sinapyl alcohols. These building blocks correspond to p- 
hydroxyphenyl H, guaiacyl G, and syringyl S phenylpropanoid units in 
lignin network (Scheme S1, adapted from [17]). The composition and 
distribution of these units (building blocks) vary among different plant 
species. For example, lignins from gymnosperm (softwood) are mostly 
composed of G units and have a low level of H units, whereas lignins 
from dicotyledonous angiosperm (hardwood) are composed of G and S 
units, and also some traces of H units. Lignins from grasses (monocots) 
have a similar content of G and S units and more H units if compared to 
softwood and hardwood lignins [17]. Lignin inter-unit linkages are 
formed through radical coupling. The most common inter-unit linkages 
are the β-O-4, β-5, β-β, 5–5, 5-O-4, and β-1. The monomer composition 
determines the inter-unit linkage frequencies. As a consequence, soft-
wood lignins have a higher content of β-5, 5–5, and 5-O-4 linkages than 
hardwood and grass lignins, due to the higher relative abundance of G 
units, which are free of methoxy groups at C5 position. In contrast, the C5 
position in S units is occupied by a methoxy group, so it is not available 
for the coupling [16,17]. 

Large quantities of technical lignin are produced by the pulp and 
paper industries every year [18]. Despite its availability and relatively 
low price, lignin utilization in high value-added materials is limited 
because of its heterogeneity and structural complexity. It is possible to 
obtain more homogeneous lignin fractions by using solvent fraction-
ation [19–22], membrane filtration [23,24], or pH-dependent precipi-
tation [25]. The lignin reactivity can also be enhanced by chemically 
modifying its functional groups, for example phenolic, aliphatic, or 
carboxylic acid hydroxyl groups [26]. One way of modifying the hy-
droxyl groups is by introducing an allyl functionality to lignin [27–31]. 
The modified lignin fractions can be used as a thiol-ene thermoset pre-
cursors [32–34]. 

The purpose of this work was to evaluate how the lignin source af-
fects the material properties of thereof derived thermosets in, softwood 
versus hardwood Kraft lignins. A sequential solvent fractionation 
approach was used to obtain more homogeneous Kraft hardwood lignin 
fractions with narrow dispersity [19]. Subsequently, mild reaction 
conditions were used to introduce allyl functionalities into the lignin 
polymer [28,35]. The highly functionalized lignin was then cross-linked 
with a trifunctional thiol cross-linker (Scheme S2, adapted from. The 
curing performance and the thermo-mechanical properties of the ob-
tained thiol-ene thermosets were studied and compared with the cor-
responding softwood-based thermosets described in literature in order 
to understand how the lignin source is influencing these properties. The 
results showed a significant difference in reactivity (real time Fourier 
transform infrared spectroscopy), morphology (wide angle X-ray scat-
tering), and physical properties (differential scanning calorimetry, dy-
namic mechanical analysis) depending on the initial lignin source. 

2. Experimental section 

2.1. Materials 

Hardwood (Eucalyptus grandis) LignoBoost Kraft lignin was extracted 
from Kraft pulping liquor according to LignoBoost technology [36]. 
Ethyl acetate (EtOAc, ≥99%), ethanol (EtOH, ≥99.8%), methanol 
(MeOH, ≥99.8%), acetone (≥99.5%), and hydrochloric acid (HCl, 37%) 
were purchased from VWR International. Diallyl carbonate (DAC, 99%), 
tetrabutylammonium bromide (TBAB, 98%), cyclohexane (99.5%), and 
trimethylolpropane tris(3-mercaptopropionate) (3TMP, ≥95%) were 
purchased from Sigma-Aldrich. Magnesium sulfate (MgSO4, 99%) was 
purchased from Thermo Scientific Chemicals. Silicone molds were pre-
pared using silastic T-2 base/curing agent (10:1 w/w) which were 

acquired from Dow Corning. All other chemicals were purchased from 
Sigma-Aldrich. 

2.2. Procedures 

2.2.1. Lignin purification and sequential solvent fractionation 
Hardwood lignin was washed with deionized water in order to 

remove inorganic impurities [33,34]. ≈10 g of lignin powder was mixed 
with 200 mL of deionized water. The mixture was magnetically stirred at 
60◦ for 2 h. Afterwards, lignin was filtrated using a sintered funnel (grad 
4). The procedure was repeated until the pH of the filtrate was above 5.5 
(3–4 times). The washed lignin (HW-Initial) was dried in a vacuum oven 
at 50 ◦C for 24 h. The recovery yield of washed lignin was determined to 
be 80 ± 1%. 

Subsequently, the washed lignin was sequentially solvent fraction-
ated [19,33,34]. An amount of 10 ± 1 mg of washed lignin was added to 
100 mL of EtOAc in a 250 mL glass beaker. The mixture was stirred at 
room temperature for 2 h and afterwards filtrated through a grade 3 
Munktell filter paper. The EtOAc soluble fraction was rotary evaporated. 
Both fractions, EtOAc soluble and insoluble were dried in the vacuum 
oven at 50 ◦C for 24 h. Afterwards, the EtOAc soluble fraction was re- 
dissolved in acetone, precipitated in 200 mL of deionized water, and 
freeze-dried. The same extraction procedure was then repeated on the 
respective insoluble fraction with EtOH, MeOH, and acetone. The lignin 
to solvent ratio was 1:10 (g/mL) in all cases. Five fractions were ob-
tained after the extraction procedure and were denoted HW-EtOAc, HW- 
EtOH, HW-MeOH, HW-Acetone, and HW-Insoluble. 

2.2.2. Allylation of hardwood lignin samples 
An amount of 1 g (≈6.0 mmol of various OH groups/g of lignin) of 

HW-Initial and the obtained five fractions were placed in separate 10 mL 
pressure vials. TBAB (1 eq/OH groups, ≈1.9 g) and DAC (3 eq/OH 
groups, ≈2.6 g) were added into the vials. The pressure vials were sealed 
and magnetically stirred at 120 ◦C for 5 h. The reaction mixture was left 
to cool to room temperature. After cooling, it was dissolved in EtOAc 
and placed in a separatory funnel. The liquid–liquid extraction (EtOAc/ 
water) was used to recover TBAB from the mixture. Subsequently, the 
water was rotary-evaporated and TBAB was dried in the vacuum oven. 
The recovery yield of TBAB was 88 ± 3%. MgSO4 was used to dry the 
organic phase. Then, the organic phase was filtrated, concentrated by 
using a rotary evaporator to 5 mL and precipitated into 200 mL of cold 
cyclohexane. The obtained lignin was filtered (Munktell filter paper, 
grade 3), washed with cyclohexane, and dried in the vacuum oven at 
50 ◦C for 24 h [29,34]. The obtained allylated lignin samples were 
denoted: DAC-HW-Initial, DAC-HW-EtOAc, DAC-HW-EtOH, DAC-HW- 
MeOH, DAC-HW-Acetone, and DAC-HW-Insoluble. 

2.2.3. Preparation of Lignin-Based thermosets 
For each free-standing sample, around 40 mg of allylated lignin was 

used. The thiol cross-linker was added into the vial and everything was 
dissolved in 150 mL of EtOAc. The thiol:ene molar ratio was 1:1, and the 
thermoset compositions are presented in Table S7. The mixture was 
poured into a silicone mold and left in the fume hood overnight to allow 
solvent evaporation and film formation. Subsequently, the mold was 
placed into an oven and cured at 125 ◦C for 25 h (the resin prepared from 
DAC-HW-EtOAc was cured at 125 ◦C for 40 h). The free-standing sam-
ples were removed from the molds and stored in petri dishes [28,32–34]. 
The samples dimensions were ≈12 mm × 5.2 mm × 0.10 mm. The ob-
tained thermoset samples were denoted T3-DAC-HW-Initial, T3-DAC- 
HW-EtOAc, T3-DAC-HW-EtOH, T3-DAC-HW-MeOH, T3-DAC-HW- 
Acetone, and T3-DAC-HW-Insoluble. 

2.2.4. Curing performance of lignin-based thermosets 
The curing performance of the thermoset formulations was moni-

tored using real time FTIR. A drop of the resin solution (previously 
described) was added to a pre-heated attenuated total reflection (ATR) 
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accessory, equipped with a diamond crystal. The FTIR spectra were 
recorded as described in the methodology section. 

2.3. Characterization techniques 

2.3.1. Ash content 
The ash content of lignin samples was measured as described in the T 

211 om-02 method (Ash in wood, pulp, paper and paperboard: com-
bustion at 525 ◦C). An amount of ≈0.50 g of lignin samples (before and 
after washing) were firstly dried and afterwards placed in a muffle 
furnace (M9-1200). First, samples were kept at 250 ◦C for 30 min and 
then they were kept at 525 ◦C for 5 h. The results represent an average of 
three measurements. 

2.3.2. Inductively coupled Plasma-Optical emission spectroscopy (ICP- 
OES) 

Thermo Scientific iCAP 6000 instrument was used to determine the 
inorganics in lignin samples before and after washing procedure. All 
samples were prepared by following the US EPA SW-846 method 3050A, 
with some modifications [33]. 

2.3.3. Size exclusion chromatography (SEC) 
Size exclusion chromatography was used to determine the molar 

mass (number-average, Mn and weight-average molar mass, Mw) and 
dispersity (Đ) of lignin samples. 2 mg of sample were completely dis-
solved in 2 mL of the elution solvent (hexafluoro-2-propanol, HFIP with 
0.1 wt% potassium trifluoroacetate) and filtered through a syringe filter 
of 0.45 μm. The solvent flow was 0.40 mL min− 1 at 35 ◦C. The mea-
surements were performed on a Tosoh EcoSEC HLC-8320 SEC system 
equipped with a three-column system: PSS PFG Micro precolumn 
(10000, 1000 Å, and 100 Å). Methyl methacrylate standards were used 
as an internal standard with a molar mass range of 102–981 kg mol− 1. 

2.3.4. Proton and phosphorus nuclear magnetic resonance spectroscopy 
(1H and 31P NMR) 

The spectra were obtained using a Bruker Avance III HD 400 MHz 
instrument with a BBFO probe equipment with a Z-gradient coil. The 
spectra were phase and baseline, (Bernstein Polynomial Fit) corrected. 
For 1H NMR, ≈20 mg of lignin samples were dissolved in 550 μL 
DMSO‑d6. The relaxation delay was set to 5 s, with a total number of 128 
scans and acquisition time of 4.9 s. For 31P NMR, ≈25 mg of lignin 
samples were mixed with 100 μL of anhydrous pyridine and 100 μL of 
dimethyl formamide. After complete dissolution, 50 μL solution of in-
ternal standard (≈30 mg of n-hydroxy-5-norbornene-2,3-dicarboximide, 
97%, and ≈2.5 mg of chromium (III) acetylacetonate were dissolved in 
500 μL of anhydrous pyridine) were added and everything was mixed 
thoroughly. 150 μL of phosphitylation reagent (2-chloro-4,4,5,5-tetra-
methyl-1,3–2-dioxaphospholane, 95%) were added and the formed 
precipitate was dissolved in 400 μL deuterated chloroform. The NMR 
spectra were recorded 20 min after the preparation. The data was ac-
quired with an inverse gated decoupling pulse (zgig30) and an acqui-
sition time of 1.67 s, a relaxation delay of 10 s, and a number of scans set 
to 128 [33,37]. 

2.3.5. Fourier transform infrared spectroscopy (FTIR) and real time FTIR 
(RT-FTIR) 

PerkinElmer Spectrum 100 system with an ATR accessory, equipped 
with a diamond crystal, and a temperature control unit (Specac, Heated 
Golden Gate Controller) was used to characterize the lignin samples. 
FTIR spectra were acquired at room temperature, by averaging 16 scans, 
from 4000 to 600 cm− 1, with a resolution of 4 cm− 1. RT-FTIR mea-
surements were performed at 125 ◦C and a new scan was acquired every 
minute. All spectra were normalized to the 1509 cm− 1 signal (1501 
cm− 1 for thermosetting resins), corresponding to stretching vibration of 
aromatic C = C, and baseline corrected by using Spectrum software [38]. 
Thiol conversion was determined by monitoring the decrease in RT-FTIR 

absorption intensity of the S-H signal (2607–2533 cm− 1) [39]. 

2.3.6. Differential scanning calorimetry (DSC) 
DSC thermograms of lignin samples were recorded on a Mettler 

Toledo DSC1 instrument. An amount of ≈10 mg of each sample was 
placed in a 100 μL aluminium crucible and covered with pierced lid. The 
samples were first heated to 105 ◦C (maintained at this temperature for 
20 min) and afterwards cooled to –40 ◦C (maintained at this temperature 
for 10 min). Then, the samples were heated up to 250 ◦C. The heating/ 
cooling rate was 10 ◦C/min. The glass transition temperature (Tg) was 
calculated as the midpoint from the second heating run. 

2.3.7. Thermogravimetric analysis (TGA) 
TGA was performed on a Mettler Toledo TGA/DSC1 instrument. An 

amount of ≈10 mg of lignin sample was placed in a 70 μL ceramic 
crucible. Firstly, samples were heated to 30 ◦C and kept for 10 min, 
afterwards they were heated up to 800 ◦C and kept for another 10 min. 
The heating rate was set to 10 ◦C/min and the nitrogen flow 50 mL/min. 
T5% and T50% indicate when 5%, respectively 50% weight loss was 
observed. 

2.3.8. Dynamic mechanical analysis (DMA) 
DMA was performed on a DMA Q800 instrument in tensile mode. 

Samples were cooled to –55 ◦C (held for 5 min) and then heated up to 
205 ◦C with a heating rate of 3 ◦C/min. The preload force was set to 0.01 
N, with a force track of 125%, a frequency of 1 Hz, and a strain of 0.1%. 
The samples dimensions were ≈12 mm × 5.2 mm × 0.10 mm. Storage 
modulus (E′), loss modulus (E′ ′), and tan δ were continuously recorded 
as a function of temperature. Tg of the thermosets was reported as 
maximum of tan δ. 

2.3.9. Wide-Angle X-ray scattering (WAXS) 
Wide angle X-ray scattering measurements were performed at 

beamline P03 (PETRA III, Hamburg, Germany) [40]. For the measure-
ments, the powders were pressed with a hydraulic laboratory press into 
pellets (diameter = 13 mm, thickness = 1 mm) while the lignin ther-
mosets (12 mm × 5.2 mm × 0.10 mm) were measured as is. A LAMBDA 
9 M (X-spectrum, Hamburg, Germany) detector was used, with a fixed X- 
ray wavelength of 1.048 Å (E = 11.83 keV). The sample to detector 
distance (SDD) was set to 21 cm with a beam size of 25 × 25 μm2. To 
avoid beam damage by the X-rays, the radiation dose was spread by 
scanning on 100 different positions over a region of 2 × 2 mm2 with an 
illumination time of 1 s each. The acquired images were summed up and 
reduced to 1D scattering profiles. The data reduction was done by 
applying azimuthal integration and normalization as described in 
literature followed by a background subtraction (air scattering) [41]. 
The scattering profiles show the radially averaged intensities over the 
scattering vector q = (4π/λ) sin θ where λ is the X-ray wavelength and θ 
is the scattering angle, measured from the point where the primary beam 
hits the detector. The scattering profiles were fitted by using a combi-
nation of Gaussian functions. The obtained peak position q* in recip-
rocal space were then re-calculated to give the so-called D-spacing (D =
2π/q*). The D-spacing is related to the distances and sizes of repeating 
features in real-space. 

2.3.10. Atomic force microscopy 
Atomic force microscopy measurements were conducted at room 

temperature, in air, using the Bruker Multi Mode 8 in Peak Force QNM 
mode. A silicon tip on nitride lever (T: 650 nm, L: 115 nm, f: 70 kHz, 
model scanasyst-air) with reflective Al coating on the back side was 
used. The images were taken at an average scan rate of 0.7 Hz. Analysis 
was made using NanoScope Analysis 1.50 software (Bruker 
Corporation). 
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3. Results and discussion 

The aim of this work was to investigate the role of the lignin source 
on the structure–property relationship of previously described thermo-
sets [34]. The effect of fractionation process and cross-linking reaction 
on lignin morphology, at nano-level, was investigated. 

3.1. Hardwood lignin fractionation 

In this study, Eucalyptus hardwood lignin, from the Kraft process, 
was used. The efficiency of the purification process was assessed by 
evaluating the ash and inorganics content in lignin samples before and 
after the washing processes. It was observed that the ash content 
decreased after the washing from 0.6 ± 0.1% to 0.3 ± 0.1%. At the same 
time, the content of S, Na, and Ca also decreased (see Table S1). The 
higher content of S and Na in the initial samples could be a result of the 
Kraft pulping process, where sodium sulphide (Na2S) and sodium hy-
droxide (NaOH) are used [36,42,43]. 

Eucalyptus hardwood lignin was refined by using sequential solvent 
fractionation approach. Four solvents (EtOAc, EtOH, MeOH, and 
acetone) were involved in this process and five fractions, with tuneable 
properties, were obtained (including the residual fraction). The Mn, Mw, 
and Ð data of the initial lignin and obtained fractions are shown in 
Figure S1 and Table S2. In previous studies, it was showed that the Mw 
for hardwood lignin samples was lower compared with the softwood 
samples [22]. Also, the Mw increased from HW-EtOAc (650 g/mol) to 
HW-Insoluble (9700 g/mol). The same trend was previously observed by 
Duval et al. [19] for softwood Kraft lignin and by Gioia et al. for hard-
wood Kraft lignin when subjected to solvent fractionation approach. At 
the same time, the Ð for all recovered fractions was lower than the Ð for 
the HW-Initial. The yields of the fractionation process were reported in 
Table S2. It was noted that the content of residual hardwood fraction 
(HW-Insoluble) was lower (around 14%) than the content of residual 
softwood fraction (34%). This is due to the fact that hardwood lignin is 
more soluble in EtOAc, thus the content of HW-EtOAc was higher 
(≈37%) [22,33]. 

The hydroxyl groups represent potential targets for chemical 

modification of lignin. Also, the OH groups play a crucial role in the 
formation of inter- and intramolecular hydrogen bonds. Thus, the 
characterization of OH groups in lignin is crucial. The qualitative 
(Figure S2) and quantitative (Fig. 1) analysis of OH-groups were studied 
by 31P NMR. Different OH groups were identified: aliphatic, C5- 
substituted (e. g. 5–5, 4-O-5), guaiacyl, p-hydroxyphenyl, and carboxylic 
acid OH. It was observed that the aliphatic, p-hydroxyphenyl, and 
guaiacyl OH groups content in hardwood is lower than in softwood. 
Also, the fraction of C5-substituted OH is much higher in hardwood 
(2.35–3.99 mmol/g) [22,33,34]. This is due to the monolignol compo-
sition of native hardwood lignin, which has a high content of syringyl 
units [44,45]. Overall, the total OH content in hardwood (6.1–6.8 
mmol/g) was lower than in softwood (6.5–7.4 mmol/g) [34] if 
comparing the same fractions. The content of aliphatic OH groups 
increased from HW-EtOAc to HW-Insoluble (excepting the HW- 
Acetone). Moreover, the C5-substituted and guaiacyl OH groups con-
tent decreased from HW-EtOAc to HW-Insoluble. The higher phenolic 
OH groups content in HW-EtOAc fraction is due to the extensive 
cleavage of β-O-4 linkage during the pulping process and the generation 
of phenolic OH. In this way, more phenolic OH are present in the lower 
molecular weight fractions [45]. 

As previously stated, the main difference between hardwood and 
softwood lignin is the high content of syringyl units present in hardwood 
lignin. This was also confirmed by FTIR spectroscopy (Figure S3). The 
new signals at 1324 cm− 1 and 1109 cm− 1 present in hardwood lignin 
were attribute to the C–H vibrations in syringyl units. It was also noticed 
that the intensity of the signal at 1265 cm− 1 corresponding to the C-O 
stretching vibration in the guaiacyl unit was drastically reduced in 
hardwood lignin [46–48]. 

DSC analysis of all the different fractions revealed a Tg between 111 
and 193 ◦C as can be seen in Figure S6. It was also observed that 
chemical changes start to occur above Tg i. e. the DSC traces become 
very irregular. This is furthermore seen in the TGA thermograms 
(Figure S5). All lignin samples showed a similar degradation profile, 
where half of their initial mass was lost between 429 and 509 ◦C 
(Table S3). It is interesting to note that HW-EtOAc showed less mass loss 
between 150 ◦C and 250 ◦C. This might be due to the higher guaiacyl 

Fig. 1. Chemical structure and content of OH functionalities in HW-Lignin samples determined by 31P NMR. Data is presented as relative percentages for each sample 
as well as absolute values in mmol of various OH groups/g of lignin. 
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content in this fraction. Guaiacyl units tend to condense at the free C5- 
position, creating C–C linkages, which are more thermally stable [43]. 

The fractionation approach allowed us to obtain lignin fractions with 
different features in terms of molecular weight, dispersity, content of OH 
functionalities, and thermal behaviour. Furthermore, by targeting the 
OH groups, the reactivity of lignin samples can be enhanced and they 
can be used for synthesis of different resins. 

3.2. Allylation of hardwood lignin 

It is possible to improve lignin’s combability with other materials 
and enhance its mechanical properties by chemically modifying it [49]. 
In this study, allyl functionalities were introduced to the different lignin 
samples by using diallyl carbonate. A simplified representation of the 
allylation reaction is showed in Scheme 1. The efficiency of the reaction 
was assessed by SEC, FTIR, 1H NMR, 31P NMR. SEC measurements were 
performed for all modified lignin samples and the results are shown in 
Figure S7 and Table S4. The measured Mw increased by at least a factor 
of two for all samples after the incorporation of allyl functionalities. This 
increase corresponds to an increased hydrodynamic radius which not 
only depend on molecular weight, but also the solvent-polymer inter-
action that changes when transforming OH groups to allyl moieties. 
Hence the values should be considered as trends, rather than absolute 
values. FTIR spectra (Figures S8–S9) show a decrease in the character-
istic OH stretching vibration signal between 3670 and 3150 cm− 1 in the 
modified lignins. This is due to OH groups consumption during the 
allylation reaction. Also, a new signal was observed at 1725 cm− 1 cor-
responding to the carbonyl C = O stretching vibration resulting from 
allyl carbonates [50]. Four more signals were identified in modified 
lignin at 3077, 1649, 985, and 921 cm− 1 that correspond to the vibra-
tions of allyl functionalities [27,29,34]. 

In the 1H NMR, the appearance of three new signals between 6.52 
and 4.05 ppm confirm the successful integration of the allyl function-
alities to lignin (Figures S4 and S10) [29]. 31P NMR studies indicated 
that all phenolic and carboxylic OH groups were almost completely 
allylated, meanwhile the aliphatic OH groups were just partially ally-
lated (Figure S11). The conversion for different phenolic OH groups on 
average was ≥ 97%, for carboxylic acid OH groups it was ≥ 91%, and for 
aliphatic OH groups it was between 45 and 70%. In previous studies 
[29,34], it was showed that the phenolic OH groups were converted into 
allyl aryl ethers, the carboxylic acid OH were converted into allyl esters, 
and aliphatic OH groups were partially converter into allyl carbonates 
and partially into allyl ethers [29,34]. Further analytical experiments 
are required in order to determine the amount of allyl ethers or allyl 
carbonates installed at aliphatic OH groups. Overall, the percentage and 
the total amount of allylated aliphatic OH groups in hardwood lignin 
samples was relatively the same as in softwood (Table S5) [34]. The 
content of allylated aliphatic OH groups in all fractions was between 0.4 
and 1.8 mmol/g. All modified lignin samples had an allyl content on 
average, comprised between 5.1 and 5.9 mmol/g. These findings sug-
gested that the high content of syringyl units does not affect the 

reactivity of the phenolic OH groups (no steric hindrance from the 
methoxy groups). 

From the DSC analysis it was observed that the Tg of the allylated 
hardwood lignin samples was between 61 and 112 ◦C (Figure S12). 
These values are significantly lower compared with the same samples 
before allylation. These results revealed the importance of the hydrogen 
bonding interactions on the lignin thermal properties. It was also 
observed that the Tg of DAC-HW-Lignin samples was higher than the Tg 
of the DAC-SW-Lignin samples [34]. From the TGA analysis it was 
noticed that the modified lignin samples start to degrade at higher 
temperature compared to unmodified lignin samples (T5% is higher for 
the modified samples, see Table S6). Allylated lignin samples start to 
degrade at around 200 ◦C as can be seen in Figure S13. The mass loss 
between 200 and 325 ◦C it is more pronounced in allylated lignin and 
can be attributed to the degradation of the newly introduced 
functionalities. 

3.3. Study of the curing process of Lignin-Based thermosetting resins 

Trimethylolpropane tris(3-mercaptopropionate) thiol was used as 
cross-linking agent for the allylated lignin samples. This cross-linking 
agent is a trifunctional thiol available at industrial scale. The relative 
content of lignin and thiol is influenced by the total amount of allyl 
functionalities. Accordingly, the lignin content was between 56 and 62 
wt%, therefore ≈3–4% higher than in previous study on softwood lignin 
(Table S7) [34]. 

The curing process was followed by RT-FTIR. At the beginning of the 
reaction, the thiol (2570 cm− 1) and allyl (1642 cm− 1) signals were 
distinct. Already after ≈1h, a significant decrease of these signals was 
noticed. The thiol consumption for T3-DAC-HW-EtOH over time is 
shown in Figure S14. Toward the end of the curing process, the thiol 
signal completely disappeared, suggesting that the functional groups 
reacted and the cross-linked networked was formed. The FTIR spectra 
before and after curing are shown in Figures S15–16. Surprisingly, it was 
found that the curing reaction was significantly faster compared with 
the previous study on softwood lignin (Table S8 and Fig. 2) [34]. The 
hardwood lignin resins reached 20% of thiol conversion in less than 0.8 
h (except for T3-DAC-HW-EtOAc, 3.7 h), meanwhile for softwood it was 
reached after less than 3 h (except for T3-DAC-HW-EtOAc, 7.6 h). At the 
same time 50% of thiol conversion for hardwood was reached between 
0.7 and 2.7 h (except for T3-DAC-HW-EtOAc, 13.9 h) and for softwood it 
was between 8.0 and 14.2 h (except for the T3-DAC-SW-EtOAc, 20.6 h). 
It is not clear why the curing reaction for T3-DAC-HW-EtOAc is signif-
icantly slower, but it was noticed that the total aryl allyl ethers content 
of this fraction is much higher. At the same time, the curing reaction for 
the T3-DAC-HW-Insoluble was faster and it also corresponds to the 
lowest aryl allyl ethers content. It can thus be suggested that the aryl 
allyl ethers play an important role on the curing performance of these 
lignin-based thermosets. Overall, this study revealed that the allylated 
hardwood lignin has enhanced reactivity. It is proposed to be due to the 
better accessibility of the allyl functionalities, suggesting a more open 

Scheme 1. Simplified representation of the allylation reaction with DAC of HW-Lignin samples. It was assumed that all phenolic and carboxylic acid OH were fully 
functionalized. 
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structure in hardwood lignin, i. e. less condensed lignin backbone, but 
also lower Mw of the hardwood lignin fractions. 

3.4. Morphological characterization of lignin samples 

The effect of π-π stacking interactions, on different aromatic systems, 
has been widely studied. π-π stacking interactions are referring to the 
interactions between aromatic rings containing π systems [51,52]. They 
are reversible and with different geometric configurations. π-π stacking 
interactions, hydrogen bonding and other noncovalent interactions play 
an important role in self-assembly, superstructure formation, and sta-
bility of the chemical systems [53]. 

Lignin is a multiaromatic polymer with a high content of OH groups. 
Various studies showed that lignin can form hydrogen bonds and π-π 
stacking interactions [20,54]. The presence of π-π stacking interactions 
can be determined by X-ray scattering techniques (WAXS). Previously, 
two π-π stacking conformations were identified in lignin samples: 
sandwiched (combined parallel displaced and cofacial parallel stacked) 
and T-shaped π-π stacking interactions [32–34]. The same configura-
tions were observed in the present study in hardwood lignin fractions 
and thermoset samples (Figures S17–18). 

Comparing with previous data, it was noticed that the distances of 
sandwiched π-π stacking interactions (D3) in softwood and hardwood 
samples were the same (between 4.1 and 4.3 Å). Meanwhile, the dis-
tances of T-shaped π-π stacking interactions (D2) were shifted with 
0.5–1.0 Å in hardwood samples, with distances between 6.5 and 6.9 Å 
(the real-space data can be seen in Table 1 and the reciprocal-space data 
can be seen in Table S9) [34]. This indicates that the lignin side chains, 
the different linkages, and the distribution of various monolignol units 
play an important role in lignin conformation and morphology. The 
main difference between softwood and hardwood is the presence of 
syringyl units. This could thus be an indication that the methoxy groups 

expand the distance between the aromatic rings and create a more open 
structure [55]. The T-shaped stacking interactions are the dominant 
conformation in lignin samples, which account for 76–80% of the sum of 
D1, D2, and D3 (Table S10). 

Another signal, D1, with a longer distance/sizes (between 10.5 and 
12.8 Å) was identified in all lignin samples. It was suggested that this 
signal indicates the presence of lignin superstructures, which can be 
intra- or intermolecular [34]. 

The presence of π-π stacking interactions was also identified in the 
thermosetting samples, with T-shaped stacking interactions as a dominat 
conformation (Figure S19-21, Table S12). The real-space data can be 
seen in Table 2 and the reciprocal-space data can be seen in Table S11. 
The D1 signal in the thermosets increased (14.0–17.5 Å) and at the same 
time a new signal D4, at around 3.4 Å, was indentified (Figures S19–21). 
The D1 signal intensity significantly varies between the different ther-
moset films. This implies that the formation of these superstructures is 
affected by the film formation process. This process is initially domi-
nated by physical drying until the solvent is evaporated. Then a chem-
ical cross-linking take place, which eventually locks the structure. Full 
details on this process is still under investigation to allow for a complete 
understanding. The D4 signal was proposed to be related to the thioether 
organized structures [34]. The same thiol-cross-linker was used in the 
present study and finding similar distances/sizes in both cases suport 
this finding. DII order x (x = 3 or 4) were attributed to the second order 
signals of Dx. These signals represent an interference pattern and indi-
cate a very well-ordered system [34]. The increase in the D3 signal 
distances/sizes in the films also indicates a more open structure. It is still 
not fully clear how and to which extent π-π stacking interactions are 
affecting the lignin properties. 

3.5. Mechanical properties of the thermosets 

Thermo-mechanical properties of the lignin-based thermosets were 
evaluated by DMA (Fig. 3 and Figure S22). The DMA was performed on 
fully cured samples. The hardwood lignin-based thermosets showed a 
storage modulus of 2.2–3.6 GPa at − 50 ◦C. All measured hardwood 
lignin thermosets showed a Tg ranging on average between 99 and 
125 ◦C, which is significantly higher than the corresponding softwood 
thermosets by 8–30 ◦C. A number of different structural features, such as 
cross-link density, polarity, and chain rigidity affect the Tg of a ther-
moset. The structure of hardwood lignin is dominated by syringyl units, 
which means that the C5-position is ocuppied by a methoxy group. The 
presence of the methoxy group will make hardwood lignin less 
condensed compared to softwood, i. e. less branched. It will also intro-
duce mobility restrictions around the allyl aryl ether bond due to steric 
hindrance. It has furthermore been shown that technical lignins from 
hardwood (Eucalyptus grandis) retain more of flexible β-O-4 linkages 
compared to softwood lignin [56]. Another difference between the 
sofwood and hardwood thermosets in the present study is that the 

Fig. 2. RT-FTIR data collected during the thermal curing of allylated hardwood 
lignin samples at 125 ◦C. The conversion of thiol signal (2607–2533 cm− 1) is 
shown as a function of time. 

Table 1 
Repeating features within hardwood lignin samples determined by WAXS. The 
standard deviation for all samples was <0.1 Å.  

Sample D1 max (Å) D2 max (Å) D3 max (Å) DII order 3 (Å) 

HW-Initial  10.47  6.66  4.14  2.34 
HW-EtOAc  10.47  6.52  4.16  2.26 
HW-EtOH  10.47  6.75  4.25  2.3 
HW-MeOH  10.47  6.87  4.24  2.33 
HW-Acetone  12.82  6.91  4.08  2.23 
HW-Insoluble  10.47  6.83  4.18  2.37  

Table 2 
Repeating features within hardwood lignin-based thermosets determined by 
WAXS. The standard deviation for all samples was <0.1 Å.  

Sample D1 max 

(Å) 
D2 max 

(Å) 
D3 max 

(Å) 
D4 max 

(Å) 
DII order 

3 (Å) 
DII order 

4 (Å) 

T3-DAC-HW- 
Initial 

17.45  7.15  4.57  3.38  2.24  1.76 

T3-DAC-HW- 
EtOAc 

N/A 

T3-DAC-HW- 
EtOH 

13.95  6.27  4.36  3.40  2.24  1.76 

T3-DAC-HW- 
MeOH 

14.09  6.12  4.35  3.41  2.24  1.76 

T3-DAC-HW- 
Acetone 

16.80  7.10  4.63  3.40  2.24  1.76 

T3-DAC-HW- 
Insoluble 

14.37  6.24  4.37  3.40  2.24  1.76  
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hardwood thermosets have a lower functionality leading to a slightly 
lower crosslink density. This also means that the hardwood thermosets 
have higher lignin content and less of flexible thioether bonds as well as 
leading to a difference in polarity. The combination of all these differ-
ences in structural features result in the observed differences in Tg. All 
thermosets showed a good thermal stability, with no degradation up to 
220 ◦C and comparable with other lignin-based thiol-ene thermosets 
(Table S13, Figure S23) [32–34]. 

The lignin-based thermosets were also characterized by AFM 
(Figure S24). All films showed a similar morphology at the micrometer 
scale, with a surface roughnes between 0.40 and 0.65 nm (Table S14). 
This indicates that the differences in their mechanical properties are not 
related to morphology differences at the micrometer scale. 

4. Conclusions 

This study provided insightful information on how the lignin source 
influence thereof derived thermosets. The hardwood-based resins 
exhibited a high reactivity towards crosslinking with thiols. This was 
related to the less condensed and more open lignin structure in hard-
wood lignins. The mechanical properties of the lignin-based thermosets 
are influenced by the combination of the cross-link density, thioether 
content, polarity, and back-bone rigidity. By changing these parameters, 
it is possible to obtain thermosets with different properties. To conclude, 
hardwood lignin is a feasible alternative to softwood lignin with respect 
to material performance, but there are differences to consider. 
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Scheme S1. Chemical structure of lignin monolignols and the corresponding building 

blocks.[1]  

 

 
 

Scheme S2. Flow chart of the used methods for lignin-based thermosets preparation. 

 



Hardwood Lignin Fractionation 

 

Table S1. ICP-OES analysis of hardwood lignin before and after purification 

procedure. 

 

Inorganics 
(ppm) 

HW-Initial 
(before washing) 

HW-Initial  
(after washing) 

S 46.55 ± 0.54 44.79 ± 0.67 

Na 0.67 ± 0.03 0.19 ± 0.02 

Mg 0.015 ± 0.002 LOD 

Ca 0.40 ± 0.006 0.26 ± 0.001  

Mn LOD  LOD 

Al 0.033 ± 0.001  0.036 ± 0.001 

Fe 0.036 ± 0.002  0.039 ± 0.001  

Zn LOD LOD  

P 4.43 ± 0.06  4.60 ± 0.06 

Cu LOD LOD 

Cr LOD LOD  

Mn LOD LOD 

 

*LOD = the limit of detection 

 

 

 

 
 

Figure S1. SEC overlay (HIFP) of hardwood lignin samples. 

 



Table S2. Number/Weight average molar mass, dispersity (determined by SEC, 

using hexafluoro-2-propanol) of hardwood lignin samples and the yield of the 

fractionation procedure. 

 

Sample Mn (g/mol) Mw (g/mol) Đ Yield (%) 

HW-Initial 450 2100 4.9 - 

HW-EtOAc 350 650 2.1 37 ± 1 

HW-EtOH 500 1900 3.9 28 ± 1 

HW-MeOH 850 2750 3.2 8 ± 0 

HW-Acetone 900 3600 4.1 7 ± 1 

HW-Insoluble 3050 9700 3.2 14 ± 1 

 

 

 

 

 
 

Figure S2. 31P NMR spectra of hardwood lignin samples. Hydroxyl groups were 

phosphitylated with 2-Chloro-4,4,5,5-tetramethyl-1,3,2-dioxaphospholane (TMDP). 
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Figure S3. FTIR spectra of hardwood lignin samples.  

 

 

 

 
 

Figure S4. 1H NMR spectra of hardwood lignin samples.  

 

 



 
 

 
 

Figure S5. TGA thermograms and the first derivative TGA curves of hardwood lignin 

samples. 

 



Table S3. TGA data of hardwood lignin samples. T5% and T50% indicate when 5%, 

respectively 50% weight loss was observed. 

 

Sample T5% (°C) T50% (°C) Tmax (°C) Residues (%) 

HW-Initial 208 429 374/386 34.8 

HW-EtOAc 232 441 359 36.8 

HW-EtOH 207 485 369/380 38.5 

HW-MeOH 182 487 372 38.3 

HW-Acetone 202 509 369 40.6 

HW-Insoluble 191 481 371 38.1 

 

 

 

 

 

 
 

Figure S6. DSC thermograms of hardwood lignin samples. 

 

 

 

 

 

 

 

 

 



Allylation of Hardwood Lignin 

 

 
 

Figure S7. SEC overlay (HIFP) of allylated hardwood lignin samples. 

 

 

 

 

Table S4. Number/Weight average molar mass, dispersity (determined by SEC, 

using hexafluoro-2-propanol) of allylated lignin samples. 

 

Sample Mn (g/mol) Mw (g/mol) Đ 

DAC-HW-Initial 1150 4900 4.2 

DAC-HW-EtOAc 850 2150 2.5 

DAC-HW-EtOH 1100 4650 4.3 

DAC-HW-MeOH 1950 7450 3.8 

DAC-HW-Acetone 1800 7650 4.3 

DAC-HW-Insoluble 4200 28150 6.7 
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Figure S8. FTIR spectra of HW-EtOH and DAC-HW-EtOH.  

 

 

 

 

 
 

Figure S9. FTIR spectra of allylated hardwood lignin samples.  

 

 



 
 

Figure S10. 1H NMR spectra of hardwood lignin samples.  

 

 
 

Figure S11. 31P NMR spectra of allylated hardwood lignin samples.  

 



Table S5. Percentage of modified OH groups determined by 31P NMR. 

 

 Modified OH groups (%) / Allyl content (mmol/g) 

Sample Aliphatic OH Phenolic OH Carboxylic acid OH 

DAC-HW-Initial 62 ± 24/0.9 ± 0.4 98 ± 1/4.6 ± 0.1 99 ± 1/0.4 ± 0.0 

DAC-HW-EtOAc 56 ± 6/0.4 ± 0.1 99 ± 1/5.2 ± 0. 91 ± 3/0.3 ± 0.0 

DAC-HW-EtOH 66 ± 19/1.1 ± 0.3 99 ± 1/4.4 ± 0.1 96 ± 2/0.4 ± 0.0 

DAC-HW-MeOH 56/1.1 98/4.3 99/0.4 

DAC-HW-Acetone 45/0.8  97/4.0 98/0.3 

DAC-HW-Insoluble 70 ± 19/1.8 ± 0.5 97 ± 2/3.2 ± 0.1 96 ± 1/0.3 ± 0.0 

 

 

 
 

Figure S12. DSC thermograms of allylated hardwood lignin samples.  

 

      



 
 

 
 

Figure S13. TGA thermograms and the first derivative TGA curves of allylated 

hardwood lignin samples.  

 



Table S6. TGA data of allylated hardwood lignin samples. T5% and T50% indicate 

when 5%, respectively 50% weight loss was observed.  

 

Sample T5% (°C) T50% (°C) Tmax1 (°C) Tmax2 (°C) Residues (%) 

DAC-HW-Initial 243 449 283 436 38.4 

DAC-HW-EtOAc 245 439 286 437 36.4 

DAC-HW-EtOH 242 449 286 337 37.5 

DAC_HW-MeOH 239 460 280 431 36.1 

DAC-HW-Acetone 244 491 285 411 34.9 

DAC-HW-Insoluble 256 432 283 420 35.1 

 

 

Study of the Curing Process of Lignin-Based Thermosetting Resins 

 

Table S7. Thermosets composition 

 

Sample Wt % allylated lignin Wt % thiol 

T3-DAC-HW-Initial 58  42 

T3-DAC-HW-EtOAc 56 44 

T3-DAC-HW-EtOH 58 42 

T3-DAC-HW-MeOH 57 43 

T3-DAC-HW-Acetone 60 40 

T3-DAC-HW-Insoluble 62 38 

 

 
 

Figure S14. RT-FTIR spectra for the curing reaction of T3-DAC-HW-EtOH sample at 

125 °C as function of time. A zoom in of -SH signal is also provided. 

 



 
 

 

 
 

Figure S15. FTIR spectra before curing of T3-DAC-HW-Lignin with zoom in the 

regions of thiol (2570 cm–1) and ene (1642 cm–1) signals. 

 



 
 

 
 

Figure S16. FTIR spectra before curing of T3-DAC-HW-Lignin with zoom in the 

regions of thiol (2570 cm–1) and ene (1642 cm–1) signals. 

 

 

 

 

Table S8. Thiol conversion versus time for different lignin resins, monitored by 

RT-FTIR. 

 

 Thiol conversion 

Sample 20% 50% 75% 95% 

T3-DAC-HW-Initial 0.2 h 0.7 h 2.3 h 14.6 h 

T3-DAC-HW-EtOAc 3.7 h 13.9 h 22.0 h 31.5 h 

T3-DAC-HW-EtOH 0.8 h 2.7 h 6.9 h 16.5 h 

T3-DAC-HW-MeOH 0.3 h 1.2 h 3.8 h 14.7 h 

T3-DAC-HW-Acetone 0.3 h 1.1 h 3.7 h 14.1 h 

T3-DAC-HW-Insoluble 0.5 h 2.4 h 6.2 h 10.6 h 



Morphological Characterization of lignin samples 

 

 

 

 
 

Figure S17. WAXS intensity profiles of HW-Lignin samples in reciprocal-space. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

 
 

Figure S18. Fitted WAXS intensity profiles of HW-Lignin samples in reciprocal-space, 

using four Gaussian functions. 

 



Table S9. Signal’s maximum values (in reciprocal-space) of the repeating 

features within HW-Lignin samples determined by WAXS. 

 

Sample q1 max (Å–1) q2 max (Å–1) q3 max (Å–1) qII order max 3 (Å–1) 

HW-Initial 0.60 ± 0.01 0.94 ± 0.01 1.52 ± 0.01 2.69 ± 0.01 

HW-EtOAc 0.60 ± 0.02 0.96 ± 0.01 1.51 ± 0.01 2.78 ± 0.01 

HW-EtOH 0.60 ± 0.03 0.93 ± 0.02 1.48 ± 0.01 2.71 ± 0.01 

HW-MeOH 0.60 ± 0.02 0.91 ± 0.01 1.48 ± 0.01 2.70 ± 0.01 

HW-Acetone 0.49 ± 0.01 0.91 ± 0.01 1.54 ± 0.01 2.81 ± 0.01 

HW-Insoluble 0.60 ± 0.02 0.92 ± 0.01 1.50 ± 0.01 2.65 ± 0.01 

 

 

 

 

 

Table S10. The content (%) of different repeating features, within the HW-Lignin 

samples, determined by WAXS. The content was calculated by dividing the area 

of each signal by the sum of area of all individual signals and multiplied by 100. 

 

Sample q1 (%)  q2 (%) q3 (%) 

HW-Initial 4 19 77 

HW-EtOAc 5 15 80 

HW-EtOH 8 12 79 

HW-MeOH 6 14 80 

HW-Acetone 2 22 76 

HW-Insoluble 4 21 76 

 

 

 



 
 

 

 

 
 

Figure S19. WAXS intensity profiles of T3-DAC-HW-Lignin samples in reciprocal-

space with a zoom in image (bottom).  

 



 
 

 
 

 
 

 
 

 
 

Figure S20. Fitted WAXS intensity profiles of T3-DAC-HW-Lignin samples in 

reciprocal-space, using four Gaussian functions. For a better visualization, the q1 

signal of T3-DAC-HW-Initial and T3-DAC-HW-Acetone was omitted.  

 

 



 
 

 
 

Figure S21. Fitted WAXS intensity profiles of T3-DAC-HW-Initial and T3-DAC-HW-

Aceton in reciprocal-space, including q1 signal. 

 

 

Table S11. Signal’s maximum values (in reciprocal space) of the repeating 

features within T3-DAC-HW-Lignin samples determined by WAXS. 

 

Sample q1 max (Å–1) q2 max (Å–1) q3 max (Å–1) q4 max (Å–1) 
qII order max 3 

(Å–1) 
qII order max 4 

(Å–1) 

T3-DAC-HW-Initial 0.36 ± 0.01 0.88 ± 0.04 1.38 ± 0.07 1.86 ± 0.04 2.80 ± 0.04 3.57 ± 0.14 

T3-DAC-HW-EtOAc N/A 

T3-DAC-HW-EtOH 0.45 ± 0.01 1.00 ± 0.10 1.44 ± 0.02 1.85 ± 0.03 2.80 ± 0.02 3.57 ± 0.04 

T3-DAC-HW-MeOH 0.45 ± 0.01 1.03 ± 0.32 1.44 ± 0.07 1.84 ± 0.02 2.80 ± 0.02 3.57 ± 0.05 

T3-DAC-HW-Acetone 0.37 ± 0.01 0.88 ± 0.04 1.36 ± 0.06 1.85 ± 0.02 2.80 ± 0.05 3.57 ± 0.11 

T3-DAC-HW-Insoluble 0.44 ± 0.01 1.01 ± 0.14 1.44 ± 0.03 1.85 ± 0.03 2.80 ± 0.02 3.57 ± 0.04 

 

Table S12. The content (%) of different repeating features, within the T3-DAC-

HW-Lignin samples, determined by WAXS. The content was calculated by 

dividing the area of each signal by the sum of area of all individual signals and 

multiplied by 100. 

 

Sample q1 (%) q2 (%) q3 (%) q4 (%) 

T3-DAC-HW-Initial 66.5 10.9 21.3 1.3 

T3-DAC-HW-EtOAc N/A 

T3-DAC-HW-EtOH 8.6 17.6 58.8 15.0 

T3-DAC-HW-MeOH 7.8 18.2 59.2 14.8 

T3-DAC-HW-Acetone 67.2 8.4 21.5 2.9 

T3-DAC-HW-Insoluble 7.8 15.2 59.7 17.3 



Mechanical Properties of the Thermosets 

 

 

Figure S22. Representative DMA showing loss modulus (E′′) of different lignin-based 

thermosets. change 

 

 

 

Table S13. TGA data of allylated hardwood lignin-based thermosets.  

 

Sample Tmax (°C) Residues (%) 

T3-DAC-HW-Initial 385 29.6 

T3-DAC-HW-EtOAc 384 39.5 

T3-DAC-HW-EtOH 384 31.2 

T3-DAC_HW-MeOH 377 29.6 

T3-DAC-HW-Acetone 381 30.1 

T3-DAC-HW-Insoluble 380 28.5 

 

 

 



 
 

 
 

Figure S23. TGA thermograms and the first derivative TGA curves of hardwood lignin-

based thermosets.  

                                                          



 

 

    
 

 

    
 

 

                                                                      
 

Figure S24. AFM topographic images of lignin thermosetting films. 

 



 

 

Table S14. Surface roughness analysis of lignin thermosetting films obtained from 

AFM analysis. 

 

Sample Surface roughness (nm) 

T3-DAC-SW-Initial 0.52 

T3-DAC-SW-EtOAc 0.57 

T3-DAC-SW-EtOH 0.39 

T3-DAC-SW-MeOH 0.48 

T3-DAC-SW-Acetone N/A 

T3-DAC-SW-Insoluble 0.63 
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